STANTROL OIL

PARAMETERS 1 3
Appearance Bright & Clear
Acidity, Total, mg KOH/g,max 1 1
Colour, ASTM, max 1 1
Copper Strip, corrosion, at 100 for 3 hrs,max 1A 1A
Density @ 29.5C, gm/cc, typ. 0.96 0.96
Flash point, COC, €, min 250 250
Pour point, C, max -6 -6
Rusting test, 24 hrs with distilled water, typ pass pass
Kinematic viscosity @ 40C, cSt, typ 170 320
Kinematic viscosity @ 100, cSt 16-18 26-28

Viscosity Index,min 90 90



